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SECTION 7 
 
7.12 CONTROLLED LOW STRENGTH MATERIAL (CLSM): 

 
 Permission to use CLSM commonly called “Flow Fill” or “Flow able Concrete Backfill” 
may be requested from Denver Water for backfill in pipe zone and other backfill locations.  The 
request to use CLSM must be in writing and include a mix design from a ready-mixed concrete 
producer.  CLSM shall conform to MS-19. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 




